6" MIN FOR RESIDENTIAL PAVING
8" MIN FOR ARTERIAL PAVING

1 1/4" MINUS CRUSHED ROCK BASE COURSE
(PER WSDOT STD SPEC 9-03.9(3))

CONCRETE CLASS 4000w
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SUBGRADE (SEE NOTE)

CONSTRUCTION NOTES

BASE CORSE AND SUBGRADE SHALL BE COMPACTED TO 95%
DENSITY AS DETERMINED BY MODIFIED PROCTOR (ASTM D 1557)

A SOILS REPORT PREPARED BY A REGISTERED PROFESSIONAL
ENGINEER SHALL CERTIFY THAT THE ABOVE SECTION IS ACCEPTABLE.

CONCRETE PAVEMENT SHALL MEET REQUIREMENTS PER WSDOT (STD SPEC 5-05)
FINISH SURFACE BY TEXTURING WITH COMB PERPENDICULAR TO CENTER
LINE OF PAVEMENT (PER WSDOT STD SPEC. 5-05.3(11)).

CONCRETE PAVEMENT SECTION
NOT TO SCALE

STANDARD DETAILS
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CONCRETE PAVEMENT SECTION
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